
  Elements C Mn Si Ni B

2020.6.13Date of IssueSarma durificare cu auto-protectie (fara gaz)

Actual Result

Commodity

Dimension  

Customer

Chemical Composition of Deposited Metal （%）

0.6 1.9 1.3 2.2 4.6

www.alloy-distribution.ro     

loc. Bragadiru, str. Clinceni, nr.18, jud. Ilfov

2020.6.12Mfg.Date

HRC

as-welded 65.7   68.2  67.1 Average 67

ALLOY Distribution SRL

CERTIFICAT 
CALITATE

Lot No.
YT20101201

YT20101601
FZ688B

Product Certificate No. ZB200310031.2mm & 1.6mm

soldering flux no

Inspection Stamp
Remarks

Manager of QA

We hereby certify that this report is correct and that all test results 

are in compliance with the specification described herein.
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